
BASIC 

LVL (LAMINATED VENEER LUMBER) 
 

 

LVL is an engineered wood product that uses 

multiple layers thin of wood, oriented in the 

same direction, assembled with ressins. 

Plywood sheets are used in many areas such 

as furniture, shuttering and container 

flooring. LVL is typically used for beams, rim 

board and edge-forming material 

 

Brand 

PCV THUAN PHAT 

Standard sizes 

1090*43mm, 1108*43mm, 2400*43mm, 
662*43mm, 680*43mm or custom sizes 
Thickness 

As buyer’s request 
Surface 

Core Veneer 
Color 

Natural Wood Color 
Core veneer 

Hardwood: Acacia/Eucalyptus/Combine 

Glue 

MR Standard (E1| E2) 
Moisture Content 

<15% 
Wood material 



Legally Source Plantation Wood 
Origin 

Vietnam 
Density 

500 kg/m3 
Packaging 

Panels are packed in crates with metal straps 
then put into container by forklifts. 
 

 

 

 

 

 

 

 

 

 

 

PCV THUAN PHAT GROUP VIETNAM 

Headquarter: PCV THUAN PHAT  

Head Office/Factory: Nghia Lo Village, Chi Dao Ward, Van Lam District, Hung Yen 

Province, Viet Nam. 

Mobile: (whatsapp/skype/ viber): 84-868914282 

Email: phungthanhvan2021@gmail.com 

 


